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VISUAL REPRESENTATION OF THE LAB RESULTS - - ----- - - ------ --- -----

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC 
RESULTS 0.12 0.13 0.08 0.05 RESULTS 0.14 0.20 0.15 0.05 
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61 
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.· APRIL 19, 2002 
COMPOSITE M67881 

CHROME COPPER 
RES UL TS . 0.22 0.19 

. LIMITS 2.75 3.00 
0.13 
2.50 · 
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APRIL 25, 2002 

COMPOSITE M67910 

CHROME 
.RES UL TS 0.27 
·uMITS 2.75 

0.27 
3.00 

0.15 .. 
2.50 


